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LUMI LEGEND CORPORATION .

22/F.,BUILDING 1,LISI PLAZA,HUIFENG EAST ROAD,NINGBO,CHINA 315100

.

THIS REPORT IS TO SUPERSEDE TEST REPORT NO. NGBTY1502442902 DATE: 2015/08/26.

The following sample(s) was/were submitted and identified on behalf of the clients as : HEALTHY ERGO STUDY 

DESKS.

SGS Job No. : NBHG1506004854TY - NB .

Style No. :. E501 E502.

Client Ref. Information : . E401 E601 E701 E801E402 E602 E702 E802E403 E503 E603 E703 E803E404 

E504 E604E605 E704 E804E411 E511 E611 E711 E811E412 E512 E612 E712 

E812E413 E513 E613 E713 E813 .

S501 S601 S701 S801 S502 S602 S702 S802 S503 S603 S703 S803 S504 S604 

S704 S804 S511 S611 S711 S811 S512 S612 S712 S812 S513 S613 S713 

S813.

Date of Sample Received : . 02 Jul 2015.

Testing Period : . 02 Jul 2015 - 26 Aug 2015 .

Test Requested : . As specified by client, selected parts of the submitted sample(s) for compliance 

with Public Law 110-314 (Consumer Product Safety Improvement Act of 2008, 

CPSIA):.

- CPSIA section 101(f) - Lead in paint/similar surface coating material .

- CPSIA section 101(a)(2) - Lead in accessible substrate materials (including 

Children’s Metal Jewelry) .

- CPSIA section 108 - Phthalates .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Parameter. Conclusion.

CPSIA section 101(f) - Lead in paint/similar surface coating 

material.

PASS.

CPSIA section 101(a)(2) - Lead in accessible substrate 

materials(including Children's Metal Jewelry) .

PASS.

CPSIA section 108 - Phthalates . PASS.
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Iris Xiao.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. NGB15-024429.001 White coating+Black paint .

SN2. NGB15-024429.003 White plastic (Under the desktop)+Black plastic (In the drawer 

tube)+Black plastic(Drawer holder) .

SN3. NGB15-024429.004 white plastic (Bottom of the round handle)+Transparent plastic (On the 

screw).

SN4. NGB15-024429.005 White PVC stick  sheet+Off white platic(Long handle)+White 

plastic(Round handle) .

SN5. NGB15-024429.006 Off white plastic(Wheel)+White plastic (In the wheel) .

SN6. NGB15-024429.007 Pink plastic(Leg)+Grey plastic(Leg)+Blue plastic(leg) .

SN7. NGB15-024429.008 Pink plastic(Drawer)+Blue plastic(Drawer)+Grey plastic(Drawer) .

SN8. NGB15-024429.010 Black metal latch .

SN9. NGB15-024429.011 Silvery metal long pole(In square tube) .

SN10. NGB15-024429.012 Silvery metal part(Body) .

SN11. NGB15-024429.013 Silvery metal piece .

SN12. NGB15-024429.014 Silvery metal round mat .

SN13. NGB15-024429.015 Silvery metal hook .

SN14. NGB15-024429.016 Silvery metal pathway(Drawer) .

SN15. NGB15-024429.017 Silvery metal rivet(Drawer) .

SN16. NGB15-024429.018 Silvery metal sping .

SN17. NGB15-024429.019 Silvery metal screw(Foot mat) .

SN18. NGB15-024429.020 Silvery metal screw(Small cross cap) .

SN19. NGB15-024429.021 Silvery metal screw(Large cross cap) .

SN20. NGB15-024429.022 silvery metal screw(Large socket head cap) .

SN21. NGB15-024429.023 Silvery metal nut(Foot mat) .

SN22. NGB15-024429.031 White plastic (Edge of desk)+Black plastic (Wheel)+Black plastic(Foot 

mat).

SN23. NGB15-024429.032 Pink plastic (Edge of desk)+Grey plastic (Edge of desk)+Blue plastic 

(Edge of desk) .

Remarks :

                 (1) % = percentage by weight

                 (2) 1 mg/kg = 0.0001%

                 (3) MDL = Method Detection Limit

                 (4) ND = Not Detected ( < MDL )
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CPSIA section 101(f) - Lead in paint/similar surface coating material.

Test Method : . CPSC Test Method: CPSC-CH-E1003-09.1` Standard Operation Procedure for Determining Lead 

(Pb) in Paint and Other Similar Surface Coatings` .

MDLTest Item(s). Permissible 

Limit.

Unit. 001.

Lead (Pb). 0.009 %. 0.002 ND

Comment. PASS

Notes :.

(1) With reference to Test Method CPSC-CH-E1003-09.1 dated February 25, 2011, the result is 

calculated using the minimum sample weight. .

CPSIA section 101(a)(2) - Lead in accessible substrate materials(including Children's Metal Jewelry).

Test Method : . CPSC Test Method: CPSC-CH-E1001-08.3 'Standard Operating Procedure for Determining Total 

Lead (Pb) in Children's Metal Products (Including Children's Metal Jewelry)'. .

MDLTest Item(s). Permissible 

Limit**.

Unit. 010. 011. 012.

Lead (Pb). 0.01 %. 0.002 ND ND ND

Comment. PASS PASS PASS

MDLTest Item(s). Permissible 

Limit**.

Unit. 013. 014. 015.

Lead (Pb). 0.01 %. 0.002 ND ND ND

Comment. PASS PASS PASS

MDLTest Item(s). Permissible 

Limit**.

Unit. 016. 017. 018.

Lead (Pb). 0.01 %. 0.002 ND ND ND

Comment. PASS PASS PASS

MDLTest Item(s). Permissible 

Limit**.

Unit. 019. 020. 021.

Lead (Pb). 0.01 %. 0.002 ND ND ND

Comment. PASS PASS PASS
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MDLTest Item(s). Permissible 

Limit**.

Unit. 022. 023.

Lead (Pb). 0.01 %. 0.002 ND ND

Comment. PASS PASS

Notes :.

(1) **  Limit applies to a children’s product manufactured after 14 August 2011 (Public Law 112-28 (HR 

2715, 112th Congress) amending CPSIA) .

Test Method : . CPSC Test Method: CPSC-CH-E1002-08.3 `Standard Operation Procedure for Determining Total 

Lead (Pb) in Non-Metal Children Product`. .

MDLTest Item(s). Permissible 

Limit**.

Unit. 003. 004. 005.

Lead (Pb). 0.01 %. 0.002 ND ND ND

Comment. PASS PASS PASS

MDLTest Item(s). Permissible 

Limit**.

Unit. 006. 007. 008.

Lead (Pb). 0.01 %. 0.002 ND ND ND

Comment. PASS PASS PASS

MDLTest Item(s). Permissible 

Limit**.

Unit. 031. 032.

Lead (Pb). 0.01 %. 0.002 ND ND

Comment. PASS PASS

Notes :.

(1) **  Limit applies to a children’s product manufactured after 14 August 2011 (Public Law 112-28 (HR 

2715, 112th Congress) amending CPSIA)

(2) Composite test has been performed and the result is calculated using the minimum sample weight. .

CPSIA section 108 - Phthalates.

Test Method : . With reference to CPSC-CH-C1001-09.3, analysis was performed by GC-MS .

Concentration of phthalates in components of toy product

MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 001. 003. 004.

Dibutyl Phthalate (DBP) . 84-74-2. 0.1 %. 0.005 ND ND ND
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MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 001. 003. 004.

Benzylbutyl Phthalate (BBP) . 85-68-7. 0.1 %. 0.005 ND ND ND

Bis-(2-ethylhexyl) Phthalate 

(DEHP).

117-81-7. 0.1 %. 0.005 ND 0.017 ND

Comment. PASS PASS PASS

MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 005. 006. 007.

Dibutyl Phthalate (DBP) . 84-74-2. 0.1 %. 0.005 ND ND ND

Benzylbutyl Phthalate (BBP) . 85-68-7. 0.1 %. 0.005 ND ND ND

Bis-(2-ethylhexyl) Phthalate 

(DEHP).

117-81-7. 0.1 %. 0.005 0.007 ND ND

Comment. PASS PASS PASS

MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 008. 031. 032.

Dibutyl Phthalate (DBP) . 84-74-2. 0.1 %. 0.005 ND ND ND

Benzylbutyl Phthalate (BBP) . 85-68-7. 0.1 %. 0.005 ND ND ND

Bis-(2-ethylhexyl) Phthalate 

(DEHP).

117-81-7. 0.1 %. 0.005 ND 0.011 ND

Comment. PASS PASS PASS

Concentration of phthalates in components of toy that can be placed in the mouth or childcare article

MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 001. 003. 004.

Diisononyl Phthalate (DINP) . 28553-12-0/68515-

48-0.

0.1. %. 0.005 ND 0.019 ND

Di-n-octyl Phthalate (DNOP) . 117-84-0. 0.1 %. 0.005 ND ND ND

Diisodecyl Phthalate (DIDP) . 26761-40-0/68515-

49-1.

0.1. %. 0.005 ND ND ND

Comment. PASS PASS PASS
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MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 005. 006. 007.

Diisononyl Phthalate (DINP) . 28553-12-0/68515-

48-0.

0.1. %. 0.005 ND ND ND

Di-n-octyl Phthalate (DNOP) . 117-84-0. 0.1 %. 0.005 ND ND ND

Diisodecyl Phthalate (DIDP) . 26761-40-0/68515-

49-1.

0.1. %. 0.005 ND ND ND

Comment. PASS PASS PASS

MDLCAS_NOTest Item(s). Permissible 

Limit.

Unit. 008. 031. 032.

Diisononyl Phthalate (DINP) . 28553-12-0/68515-

48-0.

0.1. %. 0.005 ND ND ND

Di-n-octyl Phthalate (DNOP) . 117-84-0. 0.1 %. 0.005 ND ND ND

Diisodecyl Phthalate (DIDP) . 26761-40-0/68515-

49-1.

0.1. %. 0.005 ND ND ND

Comment. PASS PASS PASS

Notes :.

(1) Composite test has been performed. .

Remark:

(1) For sample 001, result shown is of the total weight of dried sample.

(2) Results of samples 001, 003~008 and 010~022 are taken from report No.NGBTY1502442901.001, 003~008 

and 010~022, Date: 2015/07/08 .
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Sample photo: .

NGBTY1502442903  A01

The photo is submitted by applicant .

NGBTY1502442903  A01

.
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NGBTY1502442903  A01

The photo is submitted by applicant .

NGBTY1502442903  A01

.
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NGBTY1502442903  A01

.

NGBTY1502442903  A01

The photo is submitted by applicant .
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NGBTY1502442903  A01

The photo is submitted by applicant .

SGS authenticate the photo on original report only .

*** End of Report *** .
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