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LUMI LEGEND CORPORATION .

21/F., BUILDING 1, LISI PLAZA, HUIFENG EAST ROAD, NINGBO, CHINA 315100

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : PACKAGE OF 

CHILDREN'S HEALTHY DESKS .

SGS Job No. : SHHG1506022623FT - SH .

Style No. :. SEE ATTACHMENT .

Date of Sample Received : . 30 Dec 2014.

Testing Period : . 30 Dec 2014 - 05 Jan 2015 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

TPCH - Toxics in Packaging Clearinghouse (formerly CONEG) . PASS.

Serena Wang.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA15-124349.001 Brown paper box .

SN2. SHA15-124349.002 Transparent plastic film with adhesive .

SN3. SHA15-124349.003 White foam film.

SN4. SHA15-124349.004 Transparent plastic film .

SN5. SHA15-124349.005 White foam.

SN6. SHA15-124349.006 White paper with black(instruction book) .

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

TPCH - Toxics in Packaging Clearinghouse (formerly CONEG).

Test Method : . Sample digestion. Analysis of Cadmium, Lead, Mercury were performed by 

ICP-OES. Analysis of Hexavalent Chromium (Cr (VI)) was performed by UV-Vis. .

MDLTest Item(s). Limit. Unit. 001. 002. 003.

Lead (Pb). - mg/kg. 5 6 ND ND

Hexavalent Chromium (CrVI) . - mg/kg. 5 ND ND ND

Cadmium (Cd) . - mg/kg. 5 ND ND ND

Mercury (Hg). - mg/kg. 5 ND ND ND

Total (Pb + Cd + Cr VI + Hg) . 100 mg/kg. - 6 ND ND

MDLTest Item(s). Limit. Unit. 004. 005. 006.

Lead (Pb). - mg/kg. 5 ND ND ND

Hexavalent Chromium (CrVI) . - mg/kg. 5 ND ND ND

Cadmium (Cd) . - mg/kg. 5 ND ND ND

Mercury (Hg). - mg/kg. 5 ND ND ND

Total (Pb + Cd + Cr VI + Hg) . 100 mg/kg. - ND ND ND

Notes :.

(1) The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 

Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, Rhode 

Island, Vermont, Virginia, Washington and Wisconsin. .
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Remark:

Results of sample 001~006 are taken from report SHA14-248783.001~006 .
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STYLE NO:
E401 E501 E601 E701 E801
E402 E502 E602 E702 E802
E403 E503 E603 E703 E803
E404 E504 E604 E704 E804
E605 E411 E511 E611 E711 
E811 E412 E512 E612 E712 
E812 E413 E513 E613 E713
E813 S501 S601 S701 S801
S502 S602 S702 S802 S503 
S603 S703 S803 S504 S604 
S704 S804 S511 S611 S711 
S811 S512 S612 S712 S812
S513 S613 S713 S813
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Sample photo: .

SHAHG1512434902

SHA15-124349.001 .

SHAHG1512434902

SHA15-124349.002 .
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SHAHG1512434902

SHA15-124349.003 .

SHAHG1512434902

SHA15-124349.004 .
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SHAHG1512434902

SHA15-124349.005 .

SHAHG1512434902

SHA15-124349.006 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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